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ABSTRACT

We investigate the use of low frequency (10-70 MHz) laser ultrasound for the detection of fatigue damage.
While high frequency ultrasonics have been utilized in earlier work, unlike contacting transducers, laser-based
techniques allow for simultaneous interrogation of the longitudinal and shear moduli of the fatigued material. The
differential attenuation changes with the degree of damage, indicating the presence of plasticity. In this paper, we
describe a structural damage identification approach based on ultrasonic sensing and time-frequency techniques.
A parsimonious representation is first constructed for the ultrasonic signals using the modified matching pursuit
decomposition (MMPD) method. This decomposition is then employed to compute projections onto the various
damage classes, and classification is performed based on the magnitude of these projections. Results are presented
for the detection of fatigue damage in Al-6061 and Al-2024 plates tested under 3-point bending.

Keywords: structural health monitoring, ultrasonic sensing, damage detection, time-frequency analysis, match-
ing pursuit decomposition

1. INTRODUCTION

Sensing technologies have always played a central role in the design and deployment of structural health mon-
itoring (SHM) systems.!™ Traditional contact transducers are used to generate and detect acoustic waves in
materials but have limiting factors. They require correct coupling to a material as well as a surface area that can
accommodate the transducer.* The use of laser-generated high-frequency ultrasound on a metal surface began
in the 1960s for the characterization of bulk and surface material properties.*® Generation of this ultrasound
can be made with high or low power depending on how much energy is desired from the laser pulse. At a very
high power, ablation of the specimen will result, and at a low power, non destructive thermoelastic generation
of ultrasound occurs.® In non-ablation ultrasonics, a short-pulse laser irradiates the sample causing localized
heating and in turn thermal expansion which induces a strain field. The energy from the strain field produces
elastic or ultrasonic waves. This is a thermoelastic process that happens at low energies and leaves the specimen
unharmed.* ¢ To implement an entirely laser-based system, a Michelson-type interferometer is positioned oppo-
site the source and is used as a detector with that side of the sample acting as a reflecting surface.* Advantages
of using a laser based ultrasonic generation and detection system over piezoelectric transducers include but are
not limited to: entirely non-contact, remote actuation, useful for specimens with complicated geometries, point
source capability, broadband frequencies, reproducible measurements, generation of bulk and surface waves, and
high spatial resolution with the short times involved making the measurements local.* ¢

Characterization of materials and structures using laser pulses within the thermoelastic regime has been
heavily investigated. Scruby et al. used a Q-switched Nd:YAG laser and recorded the acoustic waveforms under
different conditions, but still implemented a capacitance transducer over an interferometer to receive these
generated waves.” Blodgett and Baldwin have used laser ultrasonics to determine the effects of bulk treatments
on the high-temperature elastic moduli of sapphire for IR transparent windows in endo-atmospheric missiles.
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Measurements were originally performed using contact transducers, but the couplant and the transducer limited
the maximum temperature. Blodgett and Baldwin applied the non-contact laser method to inspect the sapphire
samples at temperatures approaching 1700 °C. They also cited the use of laser-based ultrasound for inspection of
the bonding agent between a glass cover slip and the thin solar panel structures on spacecraft, and for assessing
tooth health to identify decay in its earliest stages before x-ray detection.*

Operating the laser in the ablative regime has also proved to be useful when generating ultrasound at high
temperatures and long path lengths in order to achieve a high signal to noise ratio. Mi and Ume used a laser-
based system and investigated the frequency spectra of ultrasound in the ablative regime. They determined
that the type of material, thickness of the material, and laser power density affected the center frequency and
frequency distribution of the generated ultrasound.®

The detection of surface cracks has been explored using laser generated surface waves with the generator and
the detector on the same side of the sample.>® Arias and Achenbach have developed a model for the scanning
laser source (SLS) technique for the detection of surface breaking cracks. Their inspection method shows that
a surface breaking crack smaller than the wavelength of the Rayleigh wave generated on the surface can be
detected.® Other types of ultrasonic generation and detection use electromagnetic acoustic resonance (EMAR)
to measure attenuation and resonant frequency along with a non-contacting electromagnetic acoustic transducer
(EMAT). Ogi et al. use this method to sense fatigue damage in rotating bending test of steel pipes and detect the
anomalies that indicate crack initiation in a location before that crack formation is visible with current inspection
techniques. Their results show an elevated attenuation peak at 80%-90% of the fracture life. The data collected
yields the ability to calculate dislocation density and dislocation loop length.”

In this work, a non-contact ultrasonic technique using laser generation and detection has been implemented.
This technique was chosen since it allows for a broadband (1-60 MHz) signal acquisition capable of gathering
information about the longitudinal and shear wave stiffnesses in a single measurement. Instead of using a contact
transducer with a large aperture size, the 0.1 mm laser spot size used here allows for relatively high spatial
resolution measurements. Data can be matched approximately to a model developed by Rose!? to investigate
the changes in wavespeed and attenuation that are potentially due to interactions with the mesoscopic changes
in the material structure as damage accumulates.

The detection and classification of damage is carried out here using time-frequency analysis.!! Specifically, we
employ the time-frequency technique of matching pursuit decomposition (MPD)!? to construct a parsimonious
representation for the ultrasonic signals. The representation decomposes the given signals into weighted linear
combinations of basis functions selected from a pre-defined dictionary. The dictionary can be adapted'3 to
suit the time-spectral characteristics of the signals of interest. Our work relies on using a dictionary composed
of real measured data, and the resulting algorithm known as the modified matching pursuit decomposition
(MMPD)!#15 can be utilized very effectively for the task of classification.!*2° The classifier makes use of the
MMPD to compute projections onto the various damage classes and classifies signals based on the magnitude
of these projections. We apply the MMPD classifier for the detection of fatigue damage in Al-6061 and Al-2024
plates tested under 3-point bending and present classification results showing its performance on the ultrasonic
data.

The remainder of this paper is organized as follows. Section 2 describes the time-frequency based classification
algorithm. Section 3 presents an application of the ultrasonic sensing and the damage classifier to the detection
of fatigue damage in aluminum plates.

2. TIME-FREQUENCY BASED CLASSIFIER

In this section we briefly review the analytical framework used in the proposed damage classification algorithm.
For more details on these topics, the reader is referred to the literature.'>-17

Proc. of SPIE Vol. 6926 69260P-2



2.1 Matching Pursuit Decomposition

The matching pursuit decomposition (MPD)!? is a representation for signals in terms of basis functions chosen
from a redundant dictionary. A given signal s(t) € L2(R) is iteratively decomposed into the linear expansion

Z i gy, () + Rrs(t), (1)

where Ry s(t) denotes the residue after the L MPD iterations (with Rgs(t) = s(t)). The expansion coefficients
«p, given by

Qq :/ Ris(t) g5, (t)dt, 1=0,...,L—1, (2)
are the inner-products between the residues R;s(t) and the basis functions g,,(t) € L?(R) which are selected

from a dictionary D = {g,(t)},er so as to maximize the magnitude of the inner-products in (2) at each step of
the iteration:

/ Rys(t) g5, (t) dt| . (3)

g, (t) = argmax
9,€D

The basis functions (atoms) in the expansion are therefore selected in order to best match the signal structure,
resulting in an adaptive signal representation.

At each iteration, the residue decreases in energy: ||Ri+15(t)||? < ||[Ris(®)||* (here ||| is the 2-norm), and
convergence holds in the L? sense:'?

im |s( Zazgw )P = Jlim [[Res(0)]]” = 0. (4)

After L iterations, the MPD results in the unique approximation (truncated MPD representation)

L-1
)= gy (t) ~ s(t) ()
1=0

in terms of the selected family of basis functions.

In applications, the truncation limit L is usually chosen such that the energy of the residue after L iterations
is smaller than some pre-defined value. This is to ensure that the MPD extracts the most important signal
components of interest, while effectively filtering out unwanted components such as noise.

The dictionary D employed in the MPD need not be orthonormal but is required to be complete.!? Time-
frequency-scale dictionaries based on Gaussian atoms'? have been quite popular because they yield adaptive
time-frequency representations. In the modified matching pursuit decomposition (MMPD) algorithm,' 17 the
dictionary is composed of time-frequency shifted and scaled signals of real sensor data (here obtained from
structural damage experiments). Specifically, the g., () in (1) is given by

) = = 0 () contmnr), ()

where the basic atoms g(t) are the measured signals that are chosen to represent all possible signals in the
application, v; = (s;,7,v;) denotes the set of scale, time-shift, and frequency-shift parameters applied to the
basic atom, and C is a normalizing constant such that |/g-,(t)|| = 1. Since this dictionary is matched specifically
to the signals of interest in the application, it has the advantage of yielding highly parsimonious representations.
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2.2 Modified Matching Pursuit Decomposition based Classifier

We now describe the MMPD based classification scheme.' 16 The approach relies on the fact that the class
membership information is available for the “training” signals which are used to build the MMPD dictionary.
Specifically, the MMPD is performed as described in the previous subsection with the dictionary atoms g., (¢)
of (1) now being real measured training signals from all the (say, M) classes, each of which is time-frequency
shifted and scaled to cover the entire time-frequency plane.

Consider the MMPD of a test signal s**s*(¢), given by

L-1
() = ) gy (1) + Res(h). (7)
=0

We define indicator variables {m;};=o,.... r—1 which indicate the class to which the Ith atom g~ (t) in the decom-
position (7) belongs, for [ =0,...,L —1. So m; =k, if g,,(t) is a time-frequency shifted and scaled signal from
class k (with k € {1,..., M}). We can then construct the sum

L-1

pr =Y _loul* Gy ks (8)

=0

which is the projection of the test signal s****(¢) on to the subspace spanned by atoms from class k (here § denotes
the Kronecker delta symbol). The residue Ry, is assumed to be small enough to be ignored, which is frequently
the case even for moderate values of L owing to the sparsity of the representation. To see this, note that the
delta function restricts the sum to only those values of [ for which m; = & (in other words, to only those atoms
which belong to class k).

The quantity pj essentially measures the magnitude of the signal’s projection on to class k, and the test
signal s*st(¢) is classified to that class k* which maximizes this projection:

k* = argmax pg. 9)
k=1,...,M
The algorithm requires the computation of the projections py for k =1,..., M in (8), which in turn requires

keeping track of the class membership variables {m;};=o,... L—1.

3. APPLICATION TO THE DETECTION OF FATIGUE DAMAGE IN ALUMINUM
PLATES

In this section, we describe an application of the laser ultrasonic sensing and the time-frequency based classifi-
cation technique for the detection of fatigue damage in aluminum plates tested under 3-point bending.

3.1 Experimental setup and data collection

The samples used for these experiments are aluminum 6061-T6 plates, with a mirror finish and cut into 3.5” x
0.7” x 0.125” bars. Aluminum 2024-T351 plates (Figure 1(a)) were also used, which were cut into the same bar
size and polished to a mirror finish on one side. The mirror finish is necessary for the interferometric detection
and also eliminates surface defects that have the potential to be locations for crack initiation during the cyclic
loading. The samples were fatigued on a three-point bend fixture (see Figure 1(b)), with a 75 lb load at 5 Hz.
This results in a maximum bending stress of approximately 245 MPa, which is about 75% of the yield stress.
Every 10,000 cycles, the fatigue process was interrupted and samples were evaluated with the laser-ultrasonic
system in order to monitor any changes that might occur within the specimen’s lifetime. The damage itself is at
or below the grain level (about 100 um), and is not visible to naked eye for low fatigue levels such as 40,000 cycles.
For higher fatigue levels like 70,000-100,000 cycles, surface damage was visible in the form of fatigue-induced
surface roughness.

The sensing experimental apparatus (Figure 2) consists of a pulsed Nd:YAG laser (~10 ns pulse FWHM, 1064
nm) with an energy of 2.4 mJ, and is used to generate ultrasonic waves in our samples. The pulsed laser allows
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Figure 1. Three-point bend fatiguing of the aluminum plates.

for non-contact ultrasonic acquisition as well as the ability to control the ultrasonic amplitude without material
ablation. As a result, the bulk of the material undergoes no physical changes. The ultrasonic wave surface
displacement is measured in transmission mode using a path-stabilized, Michelson-type interferometer with a
flat frequency response from 1-60 MHz. This instrument is very sensitive to room vibrations. To control this, a
vibration isolated work station is used to maximize the sensitivity of the interferometer to surface displacement.

This isolation also fulfills our need to record consistent waveforms.
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Figure 2. Schematic showing the experimental setup for ultrasonic based detection of fatigue damage in aluminum plates.

To collect ultrasonic information localized to regions that are suspected to contain fatigue damage in the
sample, the source and receiver lasers are focused (0.1 mm diameters) in an epicentral configuration (source
directly opposite to receiver) allowing for precise determination of ultrasonic properties. The sample is manually
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translated in 0.5 mm steps while the source and receiver generate and gather ultrasonic information as a function
of position. After irradiating the sample, the interferometer output is recorded by a digital oscilloscope. The
waveform is digitized at a sampling rate of 10 GHz providing significant oversampling and ensuring complete
characterization of noise characteristics. For a reasonable signal-to-noise ratio, 30 waveforms are averaged to
eliminate the noise generated by the pulsed laser.

A typical waveform is shown in Figure 3(a), with ¢;, and ¢g indicating the arrival times for the longitudinal
and shear waves, respectively. The step displacements of the longitudinal and shear waves are Aps and Agg,
and the noise at time zero is light from the generation laser entering the interferometer photodetectors - this
helps establish time zero. The epicentral ultrasonic displacement essentially follows previously known results
and established models for laser generated ultrasound in metals.'®

Data was collected for three different structural conditions (classes): unfatigued sample, sample fatigued to
10,000 cycles, and sample fatigued to 20,000 cycles. About 15 signals were available for each class.

3.2 Preprocessing

The measured signals were first lowpass filtered and down-sampled. This was followed by time-alignment, mean
removal, and normalization. The preprocessing steps are illustrated in Figures 3(b)-3(e). The plots show the
signals from the three classes. Figure 3(f) shows the time-domain correlations between the signals. While the
block diagonal structure of the correlation plot is quite evident (signals from the same class correlate better than
those from different classes), we see that the correlation values themselves are not very different. A classifier
based simply on time-domain correlations is therefore not expected to be very robust to noise.

3.3 MMPD Classifier and Choice of Parameters

Figure 4 shows plots of the signals both in the time-domain and time-frequency plane. The latter is useful
for analyzing the time-varying spectral content of the signals. The time-frequency representation (TFR) used
here for this purpose is the Short-Time Fourier Transform (STFT).!! We employ the STFT with a Gaussian
window (known for its good time-frequency localization properties), so that good resolution is retained both
in time and frequency. From the TFR plots we see that the shear waves are more attenuated in the fatigued
samples as compared to the unfatigued case, especially at the higher frequencies. The MMPD time-frequency
based technique performs damage classification by exploiting these differences between the signals for the various
structural conditions.

Half of the available data was used for constructing the MMPD dictionary (training data), and the remaining
half was used for testing the classifier performance. Only one MMPD iteration was performed to decompose the
test signals, because this was found to be sufficient to reduce the residue energy to less than 20%.

Upon testing, our MMPD classifier resulted in correct classification for all the tested data and this is quite
promising. However, the size of the data set was too small to make any significant claims.

4. CONCLUSION

In this paper, we have presented a structural damage classification technique based on ultrasonic sensing and
time-frequency analysis. Ultrasonic measurements taken across a fatigue damaged region in Al-6061 and Al-2024
plates show that the material stiffness is largely unaffected by damage, but that attenuation (here related to
ultrasonic amplitudes) is related to damage. This can be seen by comparing longitudinal and shear amplitudes
of waveforms from various regions.

Data collected by ultrasonic sensors is decomposed into a time-frequency basis using the MMPD algorithm.
The resulting compact representation is then utilized to classify structural damage based on the strengths of
projections onto various damage classes. Application to the detection of fatigue damage in Al-6061 and Al-2024
plates shows that the performance of the damage classifier is quite good. Note that, while we observe near
perfect correct classification rates, the size of our present data set is quite limited (only about 15 signals for
each class). Both experimental and modeling effort is underway to obtain a sample set that is more statistically
representative.
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Figure 3. Data and preprocessing.
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